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VP1 ς VS1 MICROSTRUCTURE OF BUILDING 
MATERIALS 

 
Scanning Electron Microscope  with an environmental probe 
with 3D imaging ς TESCAN MIRA3 XMU 

Microscopic analysis of the microstructure of 
materials using very large magnification 

Equipment description:  the equipment is designed 
for high vacuum as well as low vacuum operations 
ǿƛǘƘ ǘƘŜ Ǉƻǎǎƛōƛƭƛǘȅ ƻŦ ŀŘƧǳǎǘƛƴƎ ǘƘŜ ŎƘŀƳōŜǊȰǎ 
pressure. The low vacuum mode enables the 
visualization of non-conductor specimens in natural 
(non-metallic) state. The electron beam is produced 
using Schottky auto emission cathode. 

 

XRD with Rietveld refinement, high temperature chambers 

and SAXS - PANALYTICAL EMPYREAN 
Description: The device is primarily designed to 

determine the mineral composition of the powder 

specimen. The Rietveld method enables to 

establish the quantity and quality composition of 

the material. The device is also fitted with a high 

temperature chamber for phase changes analysis 

during heating (up to temperatures of 1600ϲ/) or 

cooling in an atmospheric environment, or 

ŎƘŀƴƎŜǎ ŘǳǊƛƴƎ ƘŜŀǘƛƴƎ όǳǇ ǘƻ нлллϲ/ύ ŀƴŘ ŎƻƻƭƛƴƎ 

in vacuum. The device is also fitted with a 

cryostation for measurements of temperatures 

close to that of liquid nitrogen and a moisture 

chamber to determine the composition changes at 

early stages of hydration. The modern disposition 

of detectors allow the device to be used as CT with 

small scale specimens. 
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RTG tomographer - v|tome|x m300 
Device description: Using the computer tomography method it is possible to create a non-
destructive, contactless, 3D model of the specimen. It is possible to analyse non-destructively 
the internal structure of the specimen. Combined with state of the art software tools it is 
possible to use this method in the reconstruction of the internal structure of the material as 
well as unique metrological applications  

 

 
 

 

Devices designed to determine thermo-technical properties 
Measurements using the following methods: 

- guarded hot plates - TLP 300-DTX-1P 

- heat flow meter with vacuum arrangement - FOX 200 VACUUM 

- rotational heat flow meter - FOX 630 Rotational 
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Xenon system for accelerated weathering of materials 
inducing artificial sunlight- Q-SUN XE3HS 

Evaluation of polymer and inorganic material resistance 

against aging using artificial sunlight in the testing chamber; 

the artificial source of sunlight is produced by xenon lamp/s. 

The minimal total output of the xenon lamps (provided with 

automatic air cooling) is 5400 W. The horizontal sample 

changer has an area of 720 x 450 mm. It is fixed with no 

possibility of rotation.  

 

Laser granulometer Malvern Mastersizer 
This device measures accurately the particle size of building materials. The device allows 

visualisation of dispersion and agglomeration. It displays the shape and number of particles, 

area, orientation and fibres parameters. It is capable of measuring sizes ranging from 0.001 

mm up to 2 mm. 
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Fluorescence system for accelerated weathering of materials 
using UV radiation QUV/Spray/RP  

Description: Polymers, textiles and paints are among the 

most commonly tested materials. The device is fitted with a 

2800 W xenon lamp with automatic cooling, a horizontal 

changeable sample carrier with an area of 500mm x 

250mm, UV filters to shade specific bands of radiation and 

a control system designed to maintain a constant level of 

radiation according to the degree of intensity ranging from 

300 up to 1000 W/ m2.  

 
 
 

 Versatile microscope for transmitted and  reflected light - 
Leica DM4000 M LED 

Description: The microscope can be used with 

both reflected and transmitted light. The 

polarization in the transmitted light allows the 

mineral analysis of thin cuts of materials such as 

plasters, concretes and other building materials. 

In the reflected light, observation in the light 

and dark field is possible. The device also allows 

fluorescent observation stimulated by UV blue 

and green light. The software provided enables 

picture analysis. The microscope is also 

equipped with a device for the preparation of polished cuts. 
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Gas adsorption BET - Nova 3200e 
Description: The device can 

detect the features of porous and 

powder materials. It is a fully 

automatic volumetric sorption 

gas analyser designed for quick 

analysis of single or multilayer 

BET profiles to determine the 

surface area, pore size, 

adsorption and desorption 

isothermals. The instrument is 

capable of measuring 3 samples 

and degassing 4 samples at the 

same time. The device can also 

analyse two samples and one referential cell at the same time.  

 

Differential thermal analysis device - Mettler Toledo 
TGA/DSC 1 

Description: It is a dynamic heat 

analysis method, which is based 

on the measurement of 

temperature differences 

between the analysed sample 

and the inert reference sample 

(the standard sample used by 

this device is virtual) which are 

both heated in the furnace at the 

same time. The colouring of the 

samples during the heating, 

manifests with maxima and 

minima in the exothermic and endothermic areas. Changes in weight during these types of 

reactions are monitored. The outcome is to determine the amount of components of the 

analysed material. The device enables analysis of the behaviour of samples at temperatures up 

to 1600°C.   The instrument is also equipped with a device measuring in a specified 

atmosphere (oxidising, reducing or inert). 
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VP1 ς VS2 BUILDING MATERIALS TECHNOLOGY 
 
 
 

 
 
 
 
 
 

Testing presses 
 Testing press with capacity up to 3000kN 
The unit is used to determine the compressive and tensile strength of building materials during 
bending. The tests are carried out using testing cubes, beams, cylinders, core drilled structures, 
floor tiles, concrete curbs and other concrete structures. The maximum force: load 3000 kN.  
Presses (ranges 10kN, 200kN, 300kN) 
Testing presses for compressive and tensile strength tests (bending forces applied) ranging from 10 
kN, 200 kN up to 300 kN. The presses are fitted with digital display and data processor. It is also 
possible to connect the press to a PC.  
All-purpose electro mechanic press 
It is a highly accurate digital testing device, performs very accurately compressive, tensile and 
bending tests. The load capacity of the press is 30 kN. Testing is performed following Czech and 
international standards.  
Accessories 
Set for tensile tests, set for compressive tests, set for bending tests and universal extensometer.   

 



8 z 26 
Centrum AdMaS www.admas.eu ±ȅǎƻƪŞ ǳőŜƴƝ ǘŜŎƘƴƛŎƪŞ Ǿ .ǊƴŠΣ 
tǳǊƪȅƶƻǾŀ мофΣ смн лл .Ǌƴƻ admas@fce.vutbr.cz Cŀƪǳƭǘŀ ǎǘŀǾŜōƴƝ 
 tel: +420 541 147 169  ±ŜǾŜǌƝ оомκфрΣ слн лл .Ǌƴƻ 
 L2Υ ллнмсолр  

 

Corrosion test chambers 
Corrosion solution test chamber HKT 500 

The testing device is capable of recreating the following four testing environments: salt spray, 

condensing humidity (humidification), air drying and constant temperature, which are possible 

to obtain at different temperatures and can be programmed to create cycles. 

Corrosion gas chamber HK 800   

Designed to simulate the effect of harmful gases (sulphur oxides, nitrogen oxides, carbon 

oxides, etc.) at controlled temperature and relative humidity with internal space for harmful 

gases testing (tempered by air jacket). The device for supply and dosage of harmful gases is 

built-in to a compact compartment next to the testing space in order to supply the required 

amount and mixture of gases. The attachment of the dosage supplier to the chamber and the 

outlet for the exhaust gases is done by means of corrosion resistant pipes. The capacity of the 

testing area is 800 dm3.  

Accessories ς Saline solution container including electric mixer. 

t  

 

CCL-1703-8s incubator with CO2 environment  
 The device is used to determine the diffusion properties 

of building materials for carbon dioxide (diffusion 

resistance, coefficient of diffusion resistance, etc.) The 

determination of the above mentioned properties has a 

key role in surface finishing (e.g. coating paints, plasters, 

etc.). It is possible to analyse material behaviour at 

different CO2 concentrations and different levels of 

relative humidity. This allows a unique simulation of the 

surface finishing behaviour under different atmospheric 

conditions.  
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Fire tests  

The fire furnace for studying of the behaviour of materials at a high temperature  

Description of the device: it is a gas furnace for studying of the behaviour of building 

materials, constructions and components at high temperatures. Structurally, the furnace is 

ready for storing of test samples (in particular building elements) on the upper part of the 

furnace and for monitoring the behaviour of the test samples under the high temperature 

ƭƻŀŘƛƴƎ ǿƘƛŎƘ Ƙŀǎ ŀƴ ǳǇǇŜǊ ƭƛƳƛǘ ƻŦ ммлл ϲ /Φ ¢ƘŜ ƳŀȄƛƳǳƳ ƭƻŀŘ ƻŦ ǘƘe test components is 50 

kN / m '(the shorter side) and respectively 25 kN / m' (the long side). The test equipment 

enables the variable loading of samples under different temperature curves (e.g. loading in 

ŀŎŎƻǊŘŀƴŎŜ ǿƛǘƘ 2{b 9b мосо-1 - Fire resistance testing), including the possibility of the cyclic 

loading with temperatures. The furnace has a possibility of thermal loading of whip-type 

components into the diameter of 60 mm, which is drawn through the furnace in the 

transverse (short) direction. The internal light dimensions of the furnace space are 1800 x 

1000 x 1000 mm. The test area for building components placed on the upper side of the 

furnace corresponds to the area of 1800 x 1000 mm.  
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Testing of the fire reaction of the products  

The furnace for the flame resistance testing of 

building materials  

Description of the device: the equipment meets the 

requirements for testing of building materials in terms 

ƻŦ ǘƘŜ ŦƛǊŜ ǊŜŀŎǘƛƻƴ ƛƴ ŀŎŎƻǊŘŀƴŎŜ ǿƛǘƘ 2{b 9b L{h 

1182: Testing of the fire reaction of building products - 

Test of the flame resistance. This is the electric furnace 

of a small size, which enables a thermal shock loading 

of small cylindrical samples with a diameter of about 

45 mm and a height of 50 mm. The furnace enables 

the testinƎ ŀǘ ǘŜƳǇŜǊŀǘǳǊŜǎ ƻŦ ŀōƻǳǘ улл ϲ / ǿƛǘƘ ǘƘŜ 

possibility to monitor the state of the test sample 

using a mirror and with monitoring and recording of 

the temperature inside the furnace (including the 

programmable control mode of the temperature 

inside the furnace during the experiment).  

Testing of the combustion heat  

The furnace for the testing of the combustion 

heat  

Description of the device: This is a device for 

testing the fire reaction of building materials, 

specifically for determining the combustion heat 

ƛƴ ŀŎŎƻǊŘŀƴŎŜ ǿƛǘƘ 2{b 9b L{h мтмс ¢ŜǎǘƛƴƎ ƻŦ 

the fire reaction ς The determination of the 

combustion heat (the calorific value). During the 

test the tested unit of the specified weight is 

being burnt, under standard conditions, at a 

constant volume, in an oxygen environment in a 

calorimetric bomb. The test device is composed of 

a calorimetric bomb in the calorimetric container, 

the mixer, temperature measurement devices, the crucible made of metal. The test result is 

a combustion heat of the test sample by the crucible or "cigarette method."  
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Testing of the fire reaction of floorings  

The furnace for floorings testing  

Description of the device: This is a 

device for testing the reaction of the 

floorings to the fire in accordance with 

2{b 9b L{h фноф-1 Testing of the fire 

reaction of floorings - Part 1: The 

determination of the burning behaviour 

using a radiant heat source. This test 

provides a basis for the evaluation of 

one of the aspects of the behaviour of 

floorings during the fire exposure. The 

introduced radiant flow simulates the 

levels of the thermal radiation that are 

likely to fall down the floor of the 

corridor, its surface is heated by the 

flames or hot gases during the early 

stages of the fire development in the 

next room or section, under the terms 

of flame spread against the direction of 

the air flow. The tested unit (in the 

horizontal position) is exposed to a gas 

radiation panel during the test which is 

ǘƛƭǘŜŘ ŀǘ ŀƴ ŀƴƎƭŜ ƻŦ ол ϲ ŀƴŘ ƛǎ ŜȄǇƻǎŜŘ 

to a defined heat flow. The subsequent 

bursting into flames of the floorings is 

observed as well as the expanding flame 

zone in time and the procedure of this zone in the horizontal direction in time. The result is 

expression of the flame spread in time in the units of length. The development of the smoke 

during the test of floorings is recorded as the light transmittance in the exhaust chimney. 

The test is carried out on the tested units with the dimensions of 1050 x 230 mm. The 

device can be used for a general load of building materials and components with the help of 

a radiant heat source.  
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Reaction to fire testing ς SBI test  

 Test chamber for single burning item  testing (SBI test)  

 Description of the device: It is a device designed 

to test the reaction to fire performance following 

ǘƘŜ 2{b 9b моуно ǎǘŀƴŘŀǊŘ ς reaction to fire 

performance testing of construction products ς 

Construction products excluding flooring 

materials exposed to the effects of single 

burning item. The test specimen consisting of 

two wings placed corner-wise is exposed to the 

effect of a burner placed at the bottom of the 

corner. The flames from the sand-box burner 

generate an output of 30.7 kW. Testing is 

performed over a 20 minutes period. During this 

time heat release and smoke production are 

measured and lateral flame spread and the 

formation of 

burning droplets 

and particles are 

observed visually. It 

is possible to 

record the rate of heat release and smoke production.  The 

test specimen is mounted on the specimen trolley and is then 

introduced into the test chamber. The test specimen is  

composed of two wings, short wing (495 x 1500mm) and long 

wing 1000 x 1500mm) both wings 20 mm thick at the least. 

Part of the equipment for the single burning item testing is a 

combustion gas hood collector, the hood is fitted with sensors 

capable of monitoring the desired parameters. A cleaning 

system of burnt gases and a draught regulator are fitted in the 

hood. The results of testing are graphs where mean rate of 

heat release, total heat released, rate of fire spread, total smoke production and index of 

smoke spread are monitored. The total amount of smoke and the total heat released are 

monitored over a period of 600 s.  
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Reaction to fire testing ς small flame  

Test chamber for fire testing reaction of construction materials directly exposed (surface 

exposure) to gas flame  

 Description of the device: The device consists 

of a testing chamber designed to determine 

the ignitability or flammability of construction 

products subjected to direct exposure of a 

small flame with zero draught on vertically 

ƳƻǳƴǘŜŘ ǎǇŜŎƛƳŜƴǎ ŀŎŎƻǊŘƛƴƎ ǘƻ 2{b 9b L{h 

11925-2 regulations. Fire reaction testing ς 

Ignitability of construction products directly 

exposed to flame. Part 2 ς Small flame testing. 

The test specimen consists of a building 

material: 250 x 90mm of a thickness 60 mm at 

the most. The equipment consists of test 

chamber fitted with a burner which can be 

moved in order to change the distance 

between the flame and the specimen. The 

specimen can be exposed to the flame in  

vertical position or at 45 degree angle relative to the vertical position. An anemometer 
capable of monitoring flow is fitted to the chamber in its top part.  
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RP2-RG1 STRUCTURES AND TRANSPORT 

CONSTRUCTIONS 

 

 

Bending Beam Rheometer 
The device is suitable for describing low-temperature 

behaviour of asphalt binder by means of determining the 

slow changes in elasticity ς stiffness of asphalt binders in the 

temperature range of +5 ϲ/ to -40 ϲ/ according to the 2{b 9b 

14770 standard.  
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Rotational rheometr 
The device is used to determine the rheological properties of liquids, emulsions, dispersions, 

polymers, paste, gels and suitable solids. It is widely used in the chemical, petrochemical, 

pharmaceutical, cosmetics and food processing industry and also traffic construction. Shear stress is 

applied to two plates during the measurement. A sample of the material tested is applied in between 

the plates. It is possible to determine the shear viscosity or modulus and phase angle. The device 

enables testing at temperatures ranging from -плϲ/ ǳǇ ǘƻ нллϲ/ so the characteristics of asphalt 

binders can be observed in the whole temperature and stress ranges. It is also possible to design and 

evaluate possible additives in order to improve the properties of the asphalts.  

 

 

 

 

Equipment for determining the aging resistance of asphalt binders 
via the RTFOT method 

The device is able to evaluate the resistance of the asphalt 

binder against short term aging due to heat and air. The 

device simulates the aging of the asphalt binder at the 

asphalt mixing plant and during laying of asphalt. 

 

 


